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Sample Description  :

Description          : Limestone powder 
Voyage no.          : FLS-33-11
Our lab. no.         : 68629

Test Methods :

As per in-house method LAB-T-015.

Test Result :

Test Result

1. CaCO3 97.9 %

2. Acid Insoluble and SiO2 0.7 %

3. Fineness, -45um 95.1 %

4. Moisture < 0.1 %

Certified by : 
   Approved Signatory : Thomas Tao

Chief Chemist
--- End of Report ---


